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MACROMECHANICAL ANALYSIS OF A LAMINA

Composite laminate Is an assembly of layers of fibrous composite materlals which can be joined to provide
required engineering properties, Including In-plane stiffness, bending stifiness, strength, and coefficlent of

thermal expansion.
Lamina: The Individual layers called lamina or ply consist of high-modulus, high-strength fibers in

a polymeric, metallic, or ceramic matrix material. Typlcal fibers used Include cellulose, graphite, glass, boron,
and silicon qrbldc, and some matrix materlals are epoxles, polyimides, aluminium, titanium, and alumina.

Is a direct extension of the classical plate theory for isotropic and
—Love. However, the extenslion of this theory to
inhomogeneity in thickness direction. In
tions made for classical plate

Classical Laminate Theory:
The classical laminate theory

homogeneous material as proposed by Kirchhoff
laminates requires some modifications to take info account the
the following, the assumplions made in this theory along with the assump

theory are given.
Assumptions of Classical Lamination Theory:
There Is no slip between the adjacent layers. In other

ugh the thickness.

1. The laminate consists of perfectly bonded layers.
words, it Is equivalent to saying that the displacement components are continuous thro
2. Each lamina Is considered to be a homogeneous layer such that Its effective properties are known.

-3-Eachrlaminaisimastateof planestress.— "
4. The Individual lamina can be Isotropic, orthotropic or transversely isotroplc.
tions for bending and stretching of thin

5. The laminate deforms according to the Kirchhoff - Love assump
plates (as assumed in classical plate theory). The assumptions are:
ated as CLT. This theory Is known as the classical laminated

The classical laminate theory Is abbrevl
plate theory and abbreviated as CLPT.
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Classlfication of Laminates:

In this section we are going lo classify the laminates depending upon the stacking sequence nature.
This classification is very helpful In the laminate analysis as soma of the coupling terms become zero

under spedific laminate sequence and thelr arrangement with respect to the midplane.

Symmetric Laminates:

A laminate Is called symmetric when the malerial, angle and thickness of the layers are the same above
and below the mid-plane. For exampla laminate [30/45/0] Is shown in Figure 5.6(a).

For symmetric laminates the matrix B is zero. This can be proved as follows:

Consider two layers r and s which have the same malerial, angle and thickness and are located
sm' ™ ) . w . . .. . L} . - - - - - [ " "
relati M =¢,® (5.28)

(a) Symmetric laminate (b)
¢ laminate and (e)

Figure 5.6: Classification of laminates examples
Cross-ply laminate (c) Angle-ply laminate (d) Anti.symmetrl
Balanced laminate _
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Cross-Ply Laminates:

A laminate Is callod cross-ply laminato. if ell4he.plias .usod to fabricata the laminato are only 0" end

N =3 (A6 = 60°) N = 4 (A6 = 45°) N = 6 (A8 = 30°)

Figure 6.8: Fibre orlentations In a typlcal quasi-Isotropic laminates

It should be noted that the isotropy in these laminates is in-plane only. The matrices B and D may
not behave like an Isotropic material. Hence, such faminates are quasi-isotropic in nature.

Some examples of ﬁuasi-lsoh'oplc laminate are: [0/+60],, [0/+45/90].

Angle-Ply Laminates:

A laminate is called angle-ply laminate if it has plies of the same thickness and material and ere
oriented at +8 and —&. For example [45/—45/—30/30] is shown in Figure 5.6(c).

For angle-ply laminates the terms Ay =45 are zero. This can be justified by that fact that @,
Bﬂda;.‘ have the term mn. Due to this tenn@n andaz‘ have opposite signs for layers with +8
and - ffibre orientation. Since the thicknesses and materials of these layers are same, by the
definition the terms Asg = Aag are zero for the laminate. . ..

Note: For argle-pty laminates the following refations are very useful in computing [A],[B] and [D].

0,(+)=0,(-8), Q,h(+8)=0,(-H)
0u(+0)=0,(-8), Q. (+0) =0, (-8) (552
6“ G‘G) - -Eu(.eJl E“ (+9) - —_Q-“ (—a)
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Antl-symmetric Laminates:
A laminate is called anti-symmetric when the material and thickness of the plies are same above and

below the mid-plane but the orientation of the plies at same distance above and below the mid-plane

have opposite signs. For example, [45/—30/30/—45] is shown in Figure 5.8(d).

For anti-symmetric laminates the terms Asg = Agg == Dyg = Dz =0. The proof Is lef o the

. readers as an exerclse.

Balanced Laminates:

A laminate is called balanced laminate when it has pairs of plies with same thickness and material
. However, the balanced laminate can also have layers

and the angles of plies are and

+8 -é
oriented at 0° and 90". For this laminate also A, =g are zero. It should be noted that angle-ply
laminates are balanced leminates. For example, [30/60/—45/—30/—60/45] is shown in Figure

5.6(e).

Specially Orthotropic Laminates:

The laminales for which the terms A, = Azg are zero are called specially orfhotropic laminates. it

is clear that such laminates do not show coupling between in-plane extensional and shear

responses.

Note that the cross-ply, angle-ply and anti-symmetric laminates are specially orthotropic laminates.
= 0. For cross-ply laminates, the terms Q. and

These laminates by their design have Agg = Azg
triction on the lamina thickness for cross-ply laminate

'éu are identically zero. Hence, there is no res
fo be a specially orthotropic laminate. However, for an angle ply and anti-

thicknesses of a pair of +8 and — @ laminate should be same.

- Other specially orthotropic lam

For example,
[o/18/90]s [90/16/0];
[+6/90)s  [16/0/90)s
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- Laminate Code

« Three diffarent laminate codes are used to define ply orlentations of laminate

1. (25/50/25) 25% 0's, 50% A5's, 25% 90’
2. (25/25/26/25) 26% O's, 26% +45's, 25% -45's, 25% 90's
3. [0/+45/-45/80] 18tply Is 0, 2nd ply is +45, 3rd ply Is 45, 4th ply is 80

« The third code Is the most descriptive and is used here at General Dynamics.

Y Lamlnhte Code Examples
4
B AN TOO'
= | (01+4545/90] 1 Leminate Layup
A 'é\i
/é )
7N\ . IR
. - > X 0__
90
: +45
d—0 | -45 90
1490 : 0 145
10 1_-45 - {_+45
a0 L2145 ‘ 0
[0/90], [._.,451318 [0/245/90]g
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Hooke’s Law for Orthotropic Lamina

- * Thus, foran orthotropic material, the total number of elastic constants is 9.
Using these constants, we can write the stress strain relation as:

0, = Qy§ i,j=1,2,3,4,5,6. (Eq. 22.1)

where,
Qs the stiffness matrix, o, represents six different stress components, and

g represents engineering strain vector.
« Equation 22.1 is a generalized Hooke's Law for orthotropic solids.

 Equation 8.1 may also be represented as:

rd‘l\ Qyy Qa @3 00 00 00 Jr&y
% Qz Q2 @ 00 00 00 ||&
10'3L=Qu 0n @ ODOOOO*e,P O £q.22.2
™ 00 00 00 Q4 00 00}]|7xa

Tn 00 00 00 00 Qs 00 Lm
72/ 100 00 00 00 00 Qgl a2/

In Eq. 22.2, subscripts 1, 2 and 3 coincide with orthotropic material axes.

Now a lamina may be assumed to have only two-dimensions as its thickness
is very small compared to its in-plane dimensions. Hence, all the terms
related to thickness direction may be dropped. The stress-strain relationship

_for such a lamina is:l

7, Qu Q2 0](&

aGt=102 Q2 0|12 - - Eq. 22.3
713 0 0 Qgl\rz
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* Finally, for the case when stresses are known in an orthotropic lamina, and
we wish to know strains, we can simply multiply both sides of Eq. 22.3 by
inverse of stiffness matrix [Q). This ylelds us expressions which may be used
to calculate strains in terms of stresses and a compliance constants
represented by [S]. The general form of such a relation is shown in Eq. 22.4.

£ Sy Sz 07(%
£1=|5 S 0]{% £q22.4
Y12 0 0 555 T12

« In above equation, compliance terms relate stress to strain. These terms
may be expressed in terms of stiffness coefficients as shown in Egs. 22.5.

Sy3 = Q3/(Q,,Qy, - Q2,,),
S32 = Q,/(Q,Qy, - Q2,,),
515 = Qpp/(Q;,Q;; - Q2,,),
and

Ses = 1/Qgs,

Eq.22.5

e — o — — p— —n — ] — o — | — —
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QNIT-6
Fabrication Techniques of Functionally graded materials

Thiﬁ FGM: It consist of relatively thin sections or thin surface coating.

1. Vapour Deposition techniques
i) Physical Vapour Deposition (PVD)
ii) Chemical Vapour Deposition (CVD)

2.Plﬁsma Spraying
3.Self-propagating High temperature synthesis (SHS)
Bulk FGM: It consist of volume of materials which require more labour intensive processcs.

1. Powder metallurgy technique
2,Centrifugal casting method
3.Solid freeform technology

Physical Vapor Deposition (VD)
» Physical vapour deposition (PVD) is fundamentally a vaporization coating technique,

involving transfer of material on an atomic level.

» It is an altemnative process to electroplating
The two most common PVD processes are

i) Thermal evaporation

ii) Sputtering. _
Thermal evaporation: it isa deposition technique that relies on vaporization of source material
by heating the material using appropriate ‘méthods in vacuum.
Sputtering: it isa plasma-assisted technique that creates a vapor from the source target through
bombardment with accelerated gasequs ions. (typically Argon),

PVD processes are carried out under vacuum conditions.

e b AT AT
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The process involved four steps:
| .Evaporation

2.Transportation

3.Reaction

4,Deposition

of the material to be is bombarded by a high

Evaporation: During this stage, a target, consisting
dislodges atoms from the surface of the target,

energy source such as a beam of electrons or ions. This
‘vaporizing' them.

Transport: This process simply consists of the movement of ‘vaporized’ atoms from the target to the
substrate to be coated and will generally be a straight line affair

Reactlon: In some cases coatings will consist of metal
materials. In these cases, the target will consist of the metal, Th
appropriate gas during the transport stage. For tho above examples,
nitrogen and methane.

In instances where

oxides, nitrides, carbides and other such
o atoms of metal will then react with the
the reactive gases may be oxygen,

the coating consists of the target material alone, this step would not be part of the

process.

Deposition: This is the process of coating build up on the substrate surface. Depending on the actual
process, some reactions between target materials and the reactive gases may also take place at

the substrate surface simultaneously with the deposition process.

Advantages of sputtering over evaporation;

Wider choice of materials.

Better adhesion to substrate.

Complex stoichiometries possible.

Films can be deposited over large wafer (process can be scaled)
Sputter yicld of atoms removed per incident ion

Deposition rate is proportional to yicld for a given plasma encrgy

Disadvantages:—

High cost of equipment.
Substrate heating due to electron (secondary) bombardment.

Slow deposition rate. (1 atomic layer/sec)
Chemical Vapor Deposition (CVD)

.
n
g

8 '{ . pagezds'
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CVD is the formation of a non-volatile solid film on a substrate by the reaction of vapor phase
chemicals (reactants) that contain the required constituents. ,

The reactant gases are introduced into a reaction chumber and are decomposed and reacted ata
heated surface to form the thin ﬁlm. ; .

The process Iuvolved tbllowllg stepl

1. Transpon of reactnnts by fort:cd convcctlon to the deposition region.. .
2. Transport ofreactnms by diﬂhéion ﬁ'om the mnin gas stream th:ough the boundary layer to the

wafer surface.
3. Adsorption of reactanta on the wafer sm'facc _
4, Surface processes, moluding chemicnl decomposxtion or reaction;, surface mlgmtlon to

attachment sites (such as atomic-levcl ledgcs and kmks) sntc mcorporation, and other surface

reactions. by
5. Desorption of byproducts ﬂ'om he surf‘ace L
6. Transport of byproducts by diﬂ‘umon through the boundary layer and back to the main gas

stream.
7. 'I]'ansport of byproducts by forccd convectlon away ﬁ'om the depositlon reg:on.

Disadvantages: -
e High tempcraturcs

o Complex processes
e Toxicand corrosive gasses .

Plasma Spray Coating: ..~

eao Irig;waker -
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_Plasma spray coatmgs are applied using a high temperature process that involves
mjecting powdered coating material into a plasma flame. The material is rapidly heated and then

accelerated toward the substrate. Once it reaches tho surface it begins to cool, forming a hard
coatmg on the substrate.. The high temperatures involved in plas:na coatmg allow the use of
ceramxcs and other matermls that have a hlgh mcltmg point : Yiel

L Plasma spray coating processes util[ze heat energy to reach the meltlng polnt of the
chosen ceramic chemistry Plasma coatings are applied using spray guns that feature
water-cooled copper anodes and tungsten cathodes. The plasma gas flows around the
cathode and then through the copper anode. A high voltage discharge | initiates an arc that

creates extreme temperatures, which causes the plasma to form as the plasma flame mixes
with the powder. The result isa hard coating adhered to the surface of the substrate ¢

This versatile syStem creates ceramlc coatings that can protect components ffi even
the most severe environments, Ceramic plasma spray coatings provide:

High Temperature Resistance
Extreme Wear Reslstance
Inert Chemical Resistance

Applications: -

s Wear-resistant coatings against abrasion, erosfon
. _Corrosion-resistant coatings o

s Heat resistant coatings ks

s ‘Thermal insulation or conduction coatlngs o
L Electromagnetlc shleldlng B
o Medical coatings -

‘Availability of Mateiials Makes Plasma Coating a Versatile Process .

Aluminum. Oxldo _
gp;:q’“ Ox{de Tt

" pagedof8
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Self-propagating, high-temperature synthesis (SHS),

: E?m.
Self-propagating high temperature synthesls (SHS) Is used to describe a process in which the initial
reagents (usually powders), when Ignited, spontaneously transform into products due to the exothermitic

heat of reaction.
Intermetallics and composite materials can be prepared by this method.

The working principle , _
The synthesis of the materials is maintained by self-made heat from the chemical reaction, The
reactants change into the resultant during the burning that takes place after the reaction begins.

Due to its high reaction rate and the high thermal gradient, a great density of defects in crystal
lattice will be generated and then the porous frameworks are formed easily in a large surface

area.
The reticulated ceramic foams can be prepared with a higher open-cell porosity by adding
pore-forming agents. Due to the fast reaction rate, the products cannot be fully sintered

during the process
The types of material that can be formed using this process include metal borides, silicides,
carbides, nitrides, sulphides, aluminides and oxides. - '

A Thermal Coating Process Using Self-Propagating ngh-'l‘emperatm"c Synthesls
Fe- Al;O; composite coating was deposited by self-propagating high-tempcmmrc synthesis
(SHS) assisted flame spray coating process.

* The green composite paste were prepared by mixing precursors powder of FOZOJ Al and

Al,0s on the substrate,
o The steel plate was used as a substrate and coated with the green composite paste.

Page5of8
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-acethylene flame.

was ignited by oxY
coated green

ed green composite
by step along with the

rsors happen step

e The SHS reaction of the coat
Al;03 composite coating.

The reaction between precu
composite length, to form Fe-

- Advantages

Short pmduction cyvcle,
Low cncrgy consumption,

Simple process,
Low cost.

Centrifugal Casting Technique :
" W Mixed-powder
tén MMC Lot

' :'w‘l - e paries @ Ceramic panticles

7 @ Ceramic particles ) O Mecta

| particles

Mold & 2 .
allowing the melt to solidify before the
trifugal casting technique (CCT). The
ds from the rotating axis.

g constituents into regions

mould with a molten metal and
bes fabrication of FGM by cen
pushes the molten metal outwar

d and separate the fluid’
s to the outer region.

continuous distribution of

The fabrication of FGMs by CCT is characterised by the dis
reinforcements in a radially graded pattern. The metal matrix and reinforcement density
difference cause segregation in which the particles with higher density move 10 the outer region

and lower density particles migrate to the inner surface. The grading defines the functionality
as centrifugal rotation spéed,

roved by processing variables such
particle size and volume, mould temperature, and cast

The filling of a rotating
spinning is stopped descri
rotation creates force that

ntrifuge in a flui

This process creates a €€
The denser constituent migrate

based on density difference.

and can be controlled and imp
molten metal alloying temperatur,

geometry.

In the centrifugal casting of hypereutectic Al-Si alloys, such as A390-5%Mg, the outer region is
formed by fibrous silicon. The large aluminium dendrites and large primary silicon occupy the
inner region due to similarity in their densities. Such castings are regarded as FGAACs.

page6of8 .

13
www.Jntufastupdates.com
Scanned with CamScanner



Powder Metallurgy Technique

Bemental or Alloy Metal M&.hlvu (Lubricants or
: Powden ' Dinden)

[ ll_thg f‘mm_ﬁm J

[ Dia Compaction (Hot or ] _

)
[ Opticasl Secondary Optional Secondary -
Mannfactdng Finlshing

Finished Powdex
[ Metallorgy Product ]

Powder metallurgy is the most reliable and easy route for manufacturing FGM and it becomes very
convenient to get layer by layer sh‘ucture. In powder metallurgy technique FGM is produced using both

hot and cold pressing methods,
AlI2124-Sic FGM was manufactured by coldpressing which was then followed by sintering.
FGM has been made by Al2124 and Sic according to the desired properties. Once the material

was selected, it was weighed according to the requirement for a sample, Then for manufacturing
a sample, the weighed material of Al and Sic was mixed properly with the help of Stirrer.

Subsequent layers were prepared according to the ratio,

All the layers were added one after other in cylindrical steel die for pressing. The first layer
consisted of 100%A12124 and 0% Sic. In each subsequent layers the amount of Al2124 went on
decreasing and amount of Sic was increased linearly. The last layer consisted of 60% Al2124 and
40% Sic. When all the 5 layers were put into die, it was pressed on Compression Testing

Machinefor a pressure of 5- 7.

Succeeding to this, the sample was ready for sintering. So, the compacted sample was then
moved to muffle furnace for pressure less sintering at 400-600°C for 1-3 hours.

Page70f8
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Solid Free Form Teéhﬁology

Selective Laser Sintering; will allow the
material composition’ of: A component to be
varied in a controlied r. This procoss
could allow the ‘fabrication of functionally
gradient materials (FGMs) in which a blended
interface exists.

SLS involves. the i use: of a high
power laser (for éﬁﬁhiﬁlq,.f’afbarbqn dioxide
laser)y to  fuse small  particles
of plastic, metal, ceramic,  or glass powders
into a mass that has a desired three-
dimensional shape. N

The first piston contains most of th

e substance. When this piston is raised it makes the

substance available to the roller. The roller moves the material over the second piston to cover

the part being constructed. -

The laser selectively fuses powdered material by scanning cross-sections generated from a

3D digital description of the part (for example from a CAD file or
powder bed. - o

After each cross-section is scanned, the powder bed
layer of material is applied oa top, and the process is repe

In areas not sintered, the powders are loose and can
Strengths of SLS

Advantages

o No support structure required.
o Parts obtained are tough.

e No post curing required.

o No tooling cost incurred,

o No wastage of material.

‘soan data) on the surface ofa

is;lpviét_’ed by one layer thickness, a new
ated until the part is completed:
be poured out of completed part

o Functional metal and ceramio parts can be obtained directly.

1
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Functionally graded materials (FGM)

_DEFINITION

 Functionally graded materials (FGM) are composite materials which are designed to present

a particular spatial variation of their properties
o This is usually achieved by forming a compound of two components whose volume fraction

is changed across a certain direction,

ORIGIN

The “first? FGM was developed in Japan in 1984-85 as the result of a space-plane project.
Although the concept of FGM is recent, many materials that fit the description have existed

for decades

Natural FGMs:

Some FGM also occur naturally
Bones
Teeth
Seashells , |
Bamboo tree
_ Human skin _
"e  Human bone which gradient is formed by its change in porosity and composition.
A gradual increase in the pore distribution from the interior to the surface can pass on-
properties such as shock resistance, thermal insulation, catalytic efficiency and the relaxation
of the thermal stress. The distribution of the porosity affect the tensile strength and the

youngs modulus
The human bone has high strength at the surface as it gradually lowers toward the inside by

altering the porosity.

Pagalofé
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FGM Structure

Cearamic phase
Ceramia matrix
with metallic inclusions

Transition reglon

Metalllo .m__a.tr_ix
with ceramic Inclusions

-} Metallic phase

- Tungsten
© gnrfaee: |
- Hard, refractory

. materfal -

surface; -

and thermal
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CLASSIFICATION OF FGMS

Depending upon the nature of gradient, the functionally graded materials (composites) may be
grouped into following types

1) Fraction gradient type
2) Shape gradient type
3) Orientation gradient type
4) Size (of material) gradient type

@ ® - ——
s e = = —
D W o c—
2=
- e = =
®)

et egevieds

o000

Based on vividities of gradients, different types of functionally graded materials may be of .
(a) fraction gradient type. (b} shape gradient type. C) orientation gradient type. and (d) size gradient

type

@i

Depending upon the type of gradient, the functionally graded materials (composites) may be grouped
into following types

1, Compositionally gradient type
2. Micro-structurally gradient type
3. Porosity gradient type

Pagé_a of 6
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1. Compositionally gradient type 2. Micro-structurally gradient type

3. Porosity gradient type

Depending on thcfr constituents, FGMs come in several types
Ceramic-Metal — — — —==-=-= TIC-Ni, Mullite-Mo, Al-AlB

Metal-MetalIntermetallic — —W-Cu, W-Mo, Al-ALFe
Metal-Polymer — — ——— —-Al-Polycarbonate

Paga4of 6 ;
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Advantages of FGMS
« Provide multifunctionality

e Several metallic components can
o Provide ability to control doformation, dynamic response,

design for different complex environments
Provide ability to remove stress concentrations
Provide opportunities to take the be
metals such as resistance to oxidation (rust),
capability

o Increase part life time

be replaced by a single FGM component
toughness, machinability, and bonding

PROCESSING METHODS
Thin FGM: It consist of relatively thin sections or thin surface coating,
1. Vapour Deposition techniques
(ie. PVD,CVD)
2 Plasma Spraying
3.Self-propagating High temp
Bulk FGM: It consist of volume of materials which requ
1. Powder metallurgy technique
2.Centrifugal casting method

3.Solid freeform technology

erature synthesis (SHS)

20
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APPLICATIONS

Appilcat_lons of FGM

. [ o, Nu:laar reactor

IR A Fuslon ts, Plasma wa;ll 7
e Othnr: — ) Spa :u Appll:atlons :
Bulldlns matarlals, wlndow glass, R b Roeket I:omponarlts, space plana
sport.-. uads el . freme
T Energy y o Medical Applications
T solar J.- Artificial bone, skin, dentistry
Cb:m'mtimlcatlon' - _
_ Optlcal ﬂbre. lenses, semi
L. -.conductors -

Sectors Applications
Engineering Cutting tools, machine parts, engine components, etc.
Medical Biomaterials; implants, artificial skin, drug delivery system
Energy Thermionic and thermoelectric converters, fuel cells and solar batteries
Aerospace Space plane nose, combustion chamber protective layer, body components, etc.
Automotive Crown of piston, cylinder liners, exhaust valves and valvo seating
Nuclear . | First wall of fusion reaction, fuel pellets
Optics Optical fibre, lens
Chemical plants | Heat exchanger, heat pipe, slurry pump, reaction vessel
Electronics Graded band semiconductor, substrate, sensor

-Pasa 6of6
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'SHAPE-MEMORY ALLOYS

A shape-memory alloy is an alloy that can be deformed when cold but. returns to its pre-
deformed ("remembered"”) shape when heated. It may also be’ called memory metal, memory

alloy, smart mcta], smart alloy, ¢ or muscle wire

Parts made - of shapo-mcmory alloys can be ughtweight, solid-state altematwes to
conventional acmators such as hydraullc, pneumatic, and motor-based Systems Thay can also be

used to mako hcrmetlc _;omts m metal tubing

D.fwm formation 4 it "”ﬂ"'

Overview: )
'I'hc two. | most” prevalent shape-memory alloys ‘are opge ahlmmlug;-mckel and nickel- -

tanium (m:ljl) but SMAS can also be created by alloymg zing; g__ppg;, gg_:i and jron.
Although iron-based and: copper—bascd SMAs, such as Pe-Mn-Si, Cu-Zn-Al and Cu-Al-Nj, are

conunerclally avallable and,ch ver than NiTj,
NiTi-based . SMAs -are - prefnrable for most | apphcahons die to their . stability and

pract:cablhty and supenor ‘thermo-mechanic performan o.
SMAs ‘can ‘éxist in two ' different. phases, with three different crystal structures (i.e. twinned

martesisite; detwinned martensite and austenite)

Shape Memory Alloys:
et Ga-be adjusted 14

A variety of‘alloys exhibit th"':'f_':'hapes_jmemory effect:- Alloying constity
tu.re ofthe SMA
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_Fe-Mn:S8i

- Cu-Al-Be-X(X:Zr, B, Cr, Gd)

Cu-AlNi 14/14.5 wt.% Al, 3/4.5 wt.% Ni
Cu-A)-Ni-Hf ahn
Cu-Sn approx. 15 at.% Sn |

' Cu-Zn38.5/41.5 wt.% Zn

Cu-Zn-X (X = Si, Al Sn)

Fe-Pt approx. 25 at.% Pt
Mn-Cu 5/35 at.% Cu
Ni-Fe-Ga -

SMAs have twc;:" stable .phases :

The martensite ¢an be in one of two forms:

» Twinned
» Detwinned .

The high-temperature phase, called Austenite and has Cubic Crystal Structure

The low-temperature phase, called Martensite and has Monoclinic Crystal Structure

A phase transformation which occurs between these two phases upon heating/cooling is the basis
for the unique properties of the SMAs
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formation:

Phenomenology of phase trans

Behavior of shape ine'fﬁory: alloys: -
1. - Shape memory effect (SME)
2. Super elasticity (Pseudoelasticity)
Shape m‘émdrg; effect(SME) g o

Shape memory effect (SME)’

transformation.. Shape memiory éfféct will occur with the deformation
martensitic phase duringt ¢ Joading gnd'unloac_l_ir_l'g-__gt: t'@ﬁpe;atniré.é=§ploy M.
After hﬁtmgthcse deforme y§ to a temperature abs ' Arthcaustcmtcp
thus, the original T A

"

, property of SMAs which éenable, thermoelastic martensitic
1.the deformation of the SMA in the

hase forms, and
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Figure shows a typical loading path | —+2 — 3 — 4 — |, wherein the property of SME is
observed .

e The parent phase transforms into the twined martensite (1 — 2) when it undergoes the

cooling process.
e The stress induced detwinning and inelastic strains can occur when the materials are

loaded (2 — 3).

e The martensite phase is in the same state of the detwinned structure without obtaining
any recovered inelastic strains even after the unloaded process (3 — 4).

e In the final step, the materials are returned to the original shape by recovering the
inclastic strains after being heated above Ar (4 — 1),

Super elasticity (Pseudoelasticity) of SMAs

]

a
T>A f
- Detwinned
Martensite
Partiadly Detwinned 1
Martensite [ 3,

Stress ¢, MPa

Aaustani i\\\ . o l

™
; 1 by —?o—;l;'d : Unlcading
Transformation \\ v

A
t Tansile \
loading ;

— ]! )
) e
ri
v
] T I .
0 2 4 6 8

Strain &, %

Here a load is isothermally applied to a SMA above the austenite finish temperature, As, but
below the martensite deformation temperature, Ma.

Superelastic effect has place when the material in a fully austenite state is mechanically loaded
up to a critical stress. For which the transition to martensite is induced. In this case, the loading
direction selects the cristallographic variants of the appearing martensite, and the sample can
develop strains up to 10 % in the case of NiTi SMA,

Now, when the load is relaxed, the reverse transformation from martensite to austenite takes
place when the stress drops below a critical value. During reverse transformation, the material
can recover practically the original dimensions.

pg. 4
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In this superelastic trajectory, a dissipative hysteresis is described, being possible to utilize this
* kind of materials as damping devices.

This hysteresis loop shows the work done for each cycle of thie material between states of small
and large deformations; which is important for many applications,. -

Types of shape-memory behavior

One-way shape memory effect : Transformation to the desired shape occurs only upon
heating,i.¢., memory is with the austenite phase. '

Two-way shape memory  effect: It is theeffectthat the  material
remembers two different shapes; one at low temperatures, and one at the high temperature. A
material that shows a shape-memory effect during both heating and cooling is said to have two-
way shape memory.

One-way shape memory Two-way shape memory

ADVANTAGES of SMAs

High strength

Good elasticity

Fatigue Resistance
Wear resistanco

Easy fabrication

Easy to sterilizo

High Power/weight ratio

pg. 5
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o Light weight

Shape memory
Grab tiny foreign objects for removal from the body

Facilitates access to intricatg regions of the body
Micro assembly for MEMS devices
_ Intravascular Therapy

DISADVANTAGES OF SMAs

The mam disadvantages of SMA'’s are:

VVVVVY

Initial Expensive

Sensitivity of material properties in fabrication.

Residual Stress's developed in thin films.

Nonlinearity of actuation force.

Lower maximum frequency compared to other micro actuator devices.

Poor fatigue Property.

Appilcat?ons of SMAs

Various thermal actuators then came into existence as a part of electric appliances
and automobile engineering.

Automobile -

Acrospace application

Bio medical

Civil engineering of Mega structures -

Robotic arm '

Magnetic microgrippers

Dampers

 Blological Applications

VVVVVYVY
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Bone Plates : Memory effect pulls bones together to promot healing,

Surgical Anchor

Clot Filter : Does not interfere with MRI from non-ferromagnetic propemes.
Catheters

Stent in artrles

Eyeglasses

Orthodontic wire
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Light weight
Shape memory '
Grab tiny foreign objects for removal from the body

Facilitates access to intricatg regions of the body
Micro assembly for MEMS devices
Intravascular Therapy

DISADVANTAGES OF SMAs

The mam disadvantages of SMA's are:

VVVVvYVYY

Initial Expensive

Sensitivity of material propertics in fabrication.

Residual Stress's developed in thin films.

Nonlinearity of actuation force,

Lower maximum frequency compared to other micro actuator devices.

Poor fatigue Property.

Appiicatjom of SMAs

Various thermal actuators then came into existence as a part of electric appliances
and automobile engineering.

Automobile -

Aerospace application

Bio medical

Civil engineering of Mega structures -

Robotic arm

Magnetic microgrippers

Dampers

~ Biological Applications
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Bone Plates : Memory effect pulls bones together to promot healing,

Surgical Anchor ‘ .
Clot Filter : Does not interfere with MRI from non-ferromagnetic properties,

Catheters

Stent in artries
Eyeglasses
Orthodontic wire
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INTRODUCTION TO NANOMATERIALS

Introduction:
f nanoscience and nanotechnology. Nanostructure science and

technology is a broad and interdisciplinary area of research and development activity that has
in the past few years. It has the potential for

been growing explosively worldwide
revolutionizing the ways in which materials and products are created and the range and nature of
functionalities that can be accessed. It is already having a significant commercial impact, which
will assuredly increase in the future.

Nanomaterials are comerstones O

Macro
(mm)

~ %
&

-

N7

1950 1970 1990 2010 : 2030

Year
Fig. (1): Evolution of science & technology and the future

What are nanomaterials?
on is less than

Nanoscale materials are defined as a set of substances where at least one dimensi
A nanometer is one millionth of a millimeter - approximately

approximately 100 nanometers.

100,000 times smaller than the diameter of a human hair, Nanomaterials are of interest because
at this scale unique optical, magnetic, electrical, and other properties emerge. These emergent
medicine, and other fields.

properties have the potential for great impacts in electronics,

ol Shma
1 macmeter hamales [ O
Fig. (2): Nanomaterial (For example: Carbon nanotube)
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Where are nanomaterials found?

Some nanomaterials occur naturally, but of particular interest are engineered nanomaterials
(EN), which are designed for, and already being used in many commercial products and
processes. They can be found in such things as sunscreens, cosmetics, sporting goods, stain-
resistant clothing, tires, electronics, as well as many other everyday items, and are used in

medicine for purposes of diagnosis, imaging and drug delivery.

Engineered nanomaterials are resources designed at the molecular (nanometre) level to take
advantage of their small size and novel properties which are generally not seen in their
conventional, bulk counterparts. The two main reasons why materials at the nano scale can have
different properties are increased relative surface area and new quantum effects. Nanomaterials
have a much greater surface area to volume ratio than their conventional forms, which can lead
to greater chemical reactivity and affect their strength. Also at the nano scale, quantum effects
can become much more important in determining the materials properties and characteristics,

leading to novel optical, electrical and magnetic behaviours.

Nanomaterials are already in commercial use, with some having been available for several years

or decades. The range of commercial products available today is very broad, including stain-

resistant and wrinkle-free textiles, cosmetics, sunscreens, electronics, paints and varnishes.

Nanocoatings and nanocomposites are finding uses in diverse consumer products, such as
windows, sports equipment, bicycles and automobiles. There are novel UV-blocking coatings on
glass bottles which protect beverages from damage by sunlight, and longer-lasting tennis balls
-using butyl-rubber/nano-clay composites. Nanoscale titanium dioxide, for instance, is finding
-applications in cosmetics, sun-block creams and self-cleaning windows, and nanoscale silica is
being used as filler in a range of products, including cosmetics and dental fillings.

History of Nanomaterials:
The history of nanomaterials began immediately after the big bang when Nanostructures were

- — ——— —formed-in-the-early-meteorites—Nature-later-evolved-many-other-Nanostructures-like-seashells;
skeletons etc. Nanoscaled smoke particles were formed during the use of fire by early humans.
‘The scientific story of nanomaterials however began much later. One of the first scientific report
1is the colloidal gold particles synthesized by Michael Faraday as early as 1857. Nanostructured
catalysts have also been investigated for over 70 years. By the early 1940’s, precipitated and
fumed silica nanoparticles were being manufactured and sold in USA and Germany as

substitutes for ultrafine carbon black for rubber reinforcements.

Nanosized amorphous silica particles have found large-scale applications in many every-day
consumer products, ranging from non-diary coffee creamer to automobile tires, optical fibers and
catalyst supports. In the 1960s and 1970's metallic nanopowders for magnetic recording tapes
were developed. In 1976, for the first time, nanocrystals produced by the now popular inert- gas
evaporation technique was published by Granqvist and Buhrman. Recently it has been found that
the Maya blue paint is a nanostructured hybrid material. The origin of its color and its resistance
to acids and biocorrosion are still not understood but studies of authentic samples from Jaina
TIsland show that the material is made of needle-shaped palygorskite (clay) crystals that form a
superlattice with a period of 1.4 nm, with intercalates of amorphous silicate substrate containing
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inclusions of metal (Mg) nanoparticles. The beautiful tone of the blue color is obtained only
when both these nanoparticles and the superlattice are present, as has been shown by the

fabrication of synthetic samples.

“Today nanophase engineering expands in a rapidly growing number of structural and functional
materials, both inorganic and organic, allowing to manipulate mechanical, catalytic, electric,
magnetic, optical and clectronic functions. The production of nanophase or cluster-assembled
materials is usually based upon the creation of separated small clusters which then are fused into

a bulk-like material or on their embedding into compact liquid or solid matrix materials. ¢.g.
nanophase silicon, which differs from normal silicon in physical and electronic properties, could
be applied to macroscopic semiconductor processes to create new devices. For instance, when |
ordinary glass is doped with quantized semiconductor "colloids,” it becomes a high performance
optical medium with potential applications in optical computing.

Classification of Nanomaterials:

Nanomaterials have extremely small size which having at least one dimension 100 nm or less.
Nanomaterials can be nanoscale in one dimension (eg. surface films), two dimensions (eg.
strands or fibres), or three dimensions (eg. particles). They can exist in single, fused, aggregated
or agglomerated forms with spherical, tubular, and irregular shapes. Common types of
nanomaterials include nanotubes, dendrimers, quantum dots and fullerenes. Nanomaterials have
applications in the field of nano technology, and displays different physical chemical
characteristics from normal chemicals (ie., silver nano, carbon nanotube, fullerene,

photocatalyst, carbon nano, silica).

According to Siegel, Nanostructured materials are classified as Zero dimensional, one
dimensional, two dimensional, three dimensional nanostructures.

®
e & @9 () /u/\ (@

°%0 \7

Fig (3): Classification of Nanomaterials (a) OD spheres and clusters; (b) 1D nanofibers,
nanowires, and nanorods; (c) 2D nanofilms, nanoplates, and networks; (d) 3D nanomaterials.

Nanomaterials are materials which are characterized by an ultra fine grain size (< 50 nm) or by a
dimensionality limited to 50 nm. Nanomaterials can be created with various modulation
dimensionalities as defined by Richard W. Siegel: zero (atomic clusters, filaments and cluster
assemblies), one (multilayers), two (ultrafine-grained overlayers or buried layers), and three
(nanophase materials consisting of equiaxed nanometer sized grains) as shown in the above

figure 3.
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Why so much interest in nanomaterials?

These materials have created a high interest in recent years by virtue of their unusual mechanical
clectrical, optical and magnetic propertics. Some examples are given below:

» Nanophase ceramics are of particular interest because they are more ductile at elevated

>

“heterogeneous catalysts (Cortex-catalysts) and have been shown to offer substantial
and

temperatures as compared to the coarse-grained ceramics.

Nanostructured semiconductors are known to show various non-linear optical propertics

Semiconductor Q-particles also show quantum confinement effects which may lead to
special properties, like the luminescence in silicon powders and silicon germanium
quantum dots as infrared optoelectronic devices. Nanostructured semiconductors are used

as window layers in solar cells.

Nanosized metallic powders have been used for the production of gas tight materials,
dense parts and porous coatings. Cold welding properties combined with the ductility
make them suitable for metal-metal bonding especially in the electronic industry.

Single nanosized magnetic particles are mono-domains and one expects that also in

magnetic nanophase materials the grains correspond with domains, while boundaries on
the contrary to disordered walls. Very small particles have special atomic structures with

discrete clectronic states, which give rise to. special properties in addition to the super-

paramagnetism -behaviour. Magnetic nanocomposites have been used for mechanical

force ransfer (ferroﬂmds), for high density information storage and magnetic

refrigeration.

Nanostructured metal clusters and colloids of mono- or plurimetallic composition have a
special impact -in catalytic applications. They may serve as precursors for new type of

advantages concerning activity, selectivity and lifetime in chemical transformations

> Polymer based composites with a high content of inorganic particles leading to a high

electrocatalysis (fuel cells). 'Enantioselective catalysis was also achieved using ; chiral
modifiers on the surface of nanoscale metal particles.

Nanostructured metal-oxide thin films are receiving a growing attention for the
realization of gas sensors (NOx, CO, CO;, CH; and aromatic hydrocarbons) with
enhanced sensitivity and selectivity, Nanostructured metal-oxide (MnOz) finds

-application for rechargeable batteries for cars or consumer goods. Nanocrystalline silicon
films for highly transparent contacts in thin film solar cell and nano-structured titanium

oxide porous films for its high transmission and significant surface area enhancement

leading to strong absorption in dye sensitized solar cells.

dielectric constant are interesting materials for photonic band gap structure.

33 www.Jntufastupdates.com
Scanned with CamScanner



Examples of Nanomaterials:

ettty 20pm
SnO2 nanoflower
NANOMATERIAL SYNTHESIS AND PROCESSING

We are dealing with very fine structures: a nanometer is a billionth of a meter. This indeed
allows us to think in both the ‘bottom up’ or the ‘top down' approaches to synthesize
nanomaterials, ie. either to assemble atoms together or to dis-assemble (break, or dissociate)
bulk solids into finer pieces until they are constituted of only a few atoms. This domain is a pure
example of interdisciplinary work encompassing physics, chemistry, and engineering upto

!:;;,k

’ L]

|
\ 4
v
Sl
900"

Fig. (4): Schematic illustration of the preparative methods of nanoparticles.
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Methods for creating nanostructures:

There arc many different ways of creating nanostructures: of course, macromolecules or
nanoparticles or buckyballs or nanotubes and so on can be synthesized artificially for certain
specific materials. They can also be arranged by methods based on equilibrium or near-
‘equilibrium thermodynamics such as methods of self-organization and self-assembly (sometimes
also called bio-mimetic processes). Using these methods, synthesized materials can be arranged
into useful shapes so that finally the material can be applied to a certain application.

Mechanical grinding:

Mechanical attrition is a typical example of ‘top down' method of synthesis of nanomaterials,
where the material is prepared not by cluster assembly but by the structural decomposition of
coarser-grained structures as the result of severe plastic deformation. This has become a popular
method to make nanocrystalline materials because of its simplicity, the relatively inexpensive
equipment needed, and the applicability to essentially the synthesis of all classes of materials.
The major advantage often quoted is the possibility for easily scaling up to tonnage quantities of
material for various applications. Similarly, the serious problems that are usually cited are;

1. contamination from milling media and/or atmosphere, and

2. to consolidate the powder product without coarsening the nanocrystalline microstructure.

Infaa,theoommﬂmﬁonpmblcmisoﬂmgivenuamsontodismhsthcmﬂhod.thﬂbr
sommatuiak.ﬂmwewﬂlmviewthemdmnismpmscnuybeﬁevedmspomiblefm
formation of nanocrystalline structures by mechanical attrition of single phase powders,
mechanical alloying of dissimilar powders, and :mechanical crystallisation of amorphous
materials. The two important problems of contamination and powder consolidation will be
bricfly considered.

g

Fig. (5): Schematic representation of the principle of mechanical mll.hng
Mechanical milling is typically achieved using high energy shaker, planetary ball, or tumbler
I o gl iy fractory or steel balls depends on the

mills. The energy transferred to the powder from re

e
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r?tntional (.vi.brationalj speefi..sizc and number of the balls, ratio of the ball to powder mass, the
time of milling and the milling atmosphere. Nanoparticles are produced by the shear action

during grinding.

Milling in cryogenic liquids can greatly increase the brittleness of the powders influencing the
- fracture process. As with any process that produces fine particles, an adequate step to prevent
oxidation is necessary. Hence this process is very restrictive for the production of non-oxide
materials since then it requires that the milling take place in an inert atmosphere and that the
powder particles be handled in an appropriate vacuum system or glove box. This method of
synthesis is suitable for producing amorphous or nanocrystalline alloy particles, elemental or
compound powders. If the mechanical milling imparts sufficient encrgy to the constituent
powders a homogeneous alloy can be formed. Based on the energy of the milling process and
thermodynamic properties of the constituents the alloy can be rendered amorphous by this

processing.
Wet Chemical Synthesis of Nanomaterials

In principle we can classify the wet chemical synthesis of nanomaterials into two broad groups:

1. The top down method: where single crystals are etched in an aqueous solution for
mg nanomaterials, For example, the synthesis of porous silicon by electrochemical
etching.

2. The bottom up method: consisting of sol-gel method, precipitation etc. where materials.
containing the desired precursors are mixed in a controlled fashion to form a colloidal
solution.

Sol-gel process

The sol-gel process, involves the evolution of inorganic networks through the formation of a
- -colloidal suspensien-(sol)-andgclat-iennf—thc--sel—t&fonna network-in-a-continuous-liquid-phase -
(gel). The precursors for synthesizing these colloids consist usually of a metal or metalloid
element surrounded by various reactive ligands. The starting material is processed to form a
dispersible oxide and forms a sol in contact with water or dilute acid. Removal of the liquid from
the sol yields the gel, and the sol/gel transition controls the particle size and shape. Calcination of

the gel produces the oxide.

Sol-gel processing refers to the hydrolysis and condensation of alkoxide-based precursors
such as Si(OEf)4(tetracthyl orthosilicate, or TEOS). The reactions involved in the sol-gel
chemistry based on the. hydrolysis and condensation of metal alkoxides M(OR)zcan be

described as follows:
MOR + H;0 — MOH + ROH (hydrolysis)

MOH + ROM — M-O-M + ROH (condensation)

Sol-gel method: of synthesizing nanomaterials is very popular amongst chemists and is widely
employed to prepare oxide materials. The sol-gel process can be characterized by a series of

distinct steps.
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Fig. (6): Schematic representation of sol-gel process of synthesis of nanomaterials.

1. Formation of different stable solutions of the alkoxide or solvated metal precursor.

2. Gelation resulting from the formation of an oxide- or alcohol- bridged network (the gel) -

3.

by a polycondensation reaction that results in a dramatic increase in the viscocity of the
solution.

Aging of the gel (Syneresis), during which the polycondensation reactions continue until
ithe gel transforms into a solid mass, accompanied by contraction of the gel network and
“expulsion of solvent from gel pores. Ostwald ripening (also referred to as coarsening, is

_-the phenomenon by which smaller particles are consumed by larger particles during the

-growth process) and phase transformations may occur concurrently with syneresis. The

.aging process of gels can exceed 7 days and is critical to the prevention of cracks in gels
that have been cast. .

Drying of the gel, when water and other volatile liquids are removed from the gel
‘network. This process is complicated due to fundamental changes in the structure of the
.gel The drying process has itself been broken into four distinct steps: (i) the constant rate
speriod, (ii) the critical point, (iii) the-falling rate period, (iv) the second falling rate
-period. If isolated by thermal evaporation, the resulting monolith is termed a xerogel. If
‘the solvent (such as water) is extracted under supercritical or near super critical
conditions, the product is an aerogel. '

‘Dehydration, during which surface- bound M-OH groups are removed, there by
stabilizing the gel against rehydration. This is normally achieved by calcining the
monolith at temperatures up to 800°C.

‘Densification and decomposition of the gels at high temperatures (T>800°C). The pores

of the gel network are collapsed, and remaining organic species are volatilized. The
typical steps that are involved in sol-gel processing are shown in the schematic diagram
below.
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The interest in this synthesis method arises due to the possibility of synthesizing nonmetallic
inorganic materials like glasses, glass ceramics or ceramic materials at very low temperatures
compared to the high temperature process required by melting glass or firing ceramics.

The major difficulties to overcome In developing 2 successful bottom-up approach
is controlling the growth of the particles and then stopping the newly formed particles from
agglomerating. Other technical issues are ensuring the reactions are complete so that no unwanted
reactant is Jeft on the product and completely removing any growth aids that may have been
used in the process. Also production rates of nano powders are very low by this process, The main
advantage is one can get monosized nano particles by any bottom up approach.

Gas Phase synthesis of nanomaterials:

ods are of increasing interest because they allow clegant way to

control process parameters in order to be able to produce size, shape and chemical composition

controlled nanostructures. Before we discuss a few selected pathways for gas-phase formation of
nanomaterials, some general aspects of gas-phase synthesis needs to be discussed. In
conventional chemical vapour deposition (CVD) synthesis, gaseous products either are allowed
to react homogeneously or heterogeneously depending on a particular application.

1. In homogeneous CVD, particles form in the gas phase and diffuse towards a cold surface
and can either be scrapped of from the cold surface to give

due to thermophoretic forces,
nano-powders, or deposited onto a substrate to yield what is called ‘particulate Jilms’.

2. In hcterogcneous'CVD. the solid is formed on the substrate surface, which catalyses the
reaction and a dense film is formed.

The gas-phase synthesis meth

In order to form nanomaterials several modified CVD methods have been developed. Gas phase
processes have inherent advantages, some of which are noted here:
== —>----A:rexocllenrconuol-ofsizcrshap&;-crystallinity-andclwmica} composition— -,

» Highly pure materials can be obtained

» Multicomonent systems are relatively easy to form

> Easy control of the reaction mechanisms
Most of the synthesis routes are based on the production of small clusters that can aggregate to
form nano particles (condensation). Condensation occurs only when the vapour is supersaturated
and in these processes homogeneous nucleation in the gas phase is utilised to form particles. This
can be achieved both by physical and chemical methods.

Furnace:
ting the desired material in a heat-

resistant crucible containing the des hod is appropriate only for materials
that have a high vapour pressure at the heated temperatures that can be as high as 2000°C.
Energy is normally introduced into the precursor by arc heating, electron-beam heating or Joule
heating. The atoms are evaporated into an atmosphere, which is either inert (e.g. He) or reactive
(so as to form a compound). To carry out reactive synthesis, materials with very low vapour

nanoparticles is by hea

The simplest fashion to produce
ired material. This met
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pressure have to be fed into the furmace in the form of a suitable precursor such as
organometallics, which decompose in the furnace to produce a condensable material. The hot
atoms of the evaporated matter Jose energy by collision with the atoms of the cold gas and
undergo condensation into small clusters via homogeneous nucleation. In case a compound is
being synthesized, these precursors react in the gas phase and form a compound with the material
that is separately injected in the reaction chamber. The clusters would continue to grow if they
remain in the supersaturated region. To control their size, they need to be rapidly removed from
the supersaturated environment by a carrier gas. The cluster size and its distribution are

controlled by only three parameters:

1) the rate of evaporation (energy input),
2) the rate of condensation (energy removal), and
3) the rate of gas flow (cluster removal),

In Inert atmosphere

nano-particles

Clusters o.0
PR Y ﬁ% 20
AL collected on
Evaporat a cold plate

matter :SSkRER

W
Heated Crucible

Fig. (7): Schematic representation of gas phase process of synthesis of single phase
. nanomaterials from-a heated-crueible. - - T T R L I

Because of its inherent simplicity, it is possible to scale up this process from laboratory (mg/day)
to industrial scales (tons/day).

Flame assisted ultrasonic spray pyrolysis

In this process, precusrsors are nebulized and then unwanted components are burnt in a flame to
iget the required material, eg. ZrO; has been obtained by this method from a precursor of Zr (CH,
CH, CH,0),. Flame hydrolysis that is a variant of this process is used for the manufacture of
‘fused silica. In the process, silicon tetrachloride is heated in an oxy-hydrogen flame to give
-highly dispersed silica. The resulting white amorphous powder consists of spherical particles
with sizes in the range 7-40 nm. The combustion flame synthesis, in which the burning of a gas
mixture, e.g. acetylene and oxygen or hydrogen and oxygen, supplies the encrgy to initiate the
_pyrolysis of precursor compounds, is widely used for the industrial production of powders in
large quantities, such as carbon black, fumed silica and titanium dioxide. However, since the gas
pressure during the reaction is high, highly agglomerated powders are produced which is
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disadvantageous for subsequent processing. The basic idea of low pressure combustion flame
synthesis is to extend the pressure range to the pressures used in gas phase synthesis and thus to
reduce or avoid the agglomeration. Low pressure flames have been extensively used by aerosol
scientists to study particle formation in the flame.

o Droplets containing
Pracursor

P rog

Carrler
gas

Nebulizer

Piszoelectric
transducer

Fig. (8): Flame assisted ultrasonic spray pyrolysis

A key for the formation of nanoparticles with narrow size distributions is the exact control of the
flame in order to obtain a flat flame front. Under these conditions the thermal history, i.e. time
and temperature, of each particle formed is identical and narrow distributions result. However,

due to the oxidative atmosphere in the flame, this synthesis process is limited to the formation of
oxides in the reactor zone.

Gas Condensation Processing (GPC)

In this technique, a metallic or inorganic material, e.g. a suboxide, is vaporised using thermal
' evaporation sources such as crucibles, electron beam evaporation devices or sputtering sources in
an atmosphere of 1-50 mbar He (or another inert gas like Ar, Ne, Kr). Cluster form in the
vicinity of the source by homogenous nucleation in the gas phase and grow by coalescence and
inco; ion of atoms from the gas phase. The cluster or particle size depends critically on the
residence time of the particles in the growth system and can be influenced by the gas pressure,
the kind of inert gas, i.e. He, Ar or Kr, and on the evaporation rate/vapour pressure of the
evaporating material. With increasing gas pressure, vapour pressure and mass of the inert gas
used the average particle size of the nanoparticles increases. Lognormal size distributions have
been found experimentally and have been explained theoretically by the growth mechanisms of
the particles. Even in more complex processes such as the low pressure combustion flame

synthesis where a number of chemical reactions are involved the size distributions are
determined to be lognormal
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Fig. (9): Schematic representation of typical set-up for gas condensation synthesis of
‘nanomaterials followed by consolidation in a mechanical press or collection in an appropriate
* solvent media.

.Originally, a rotating cylindrical device cooled with liquid nitrogen was employed for the
particle collection: the nanoparticles in the size range from 2-50 nm are extracted from the gas
flow by thermophoretic forces and deposited loosely on the surface of the collection device as a
powder of low density and no agglomeration. Subsequenly, the nanoparticles are removed from
the surface of the cylinder by means of a scraper in the form of a metallic plate. In addition to

- this cold " finger device ™ several techniques” known Trom derosol sciencé Haveé mow “been
implemented for the use in gas condensation systems such as corona discharge, etc. These
methods allow for the continuous operation of the collection device and are better suited for
larger scale synthesis of nanopowders. However, these methods can only be used in a system
designed for gas flow, i.c. a dynamic vacuum is generated by means of both continuous pumping
and gas inlet via mass flow controller. A major advantage over convectional gas flow is the
improved control of the particle sizes. It has been found that the particle size distributions in gas
flow systems, which are also lognormal, are shifted towards smaller average values with an
appreciable reduction of the standard deviation of the distribution. Depending on the flow rate of
the He-gas, particle sizes are reduced by 80% and standard deviations by 18%.

The synthesis of nanocrystalline pure metals is relatively straightforward as long as evaporation
can be done from refractory metal crucibles (W, Ta or Mo). If metals with high melting points or
metals which react with the crucibles, are to be prepared, sputtering, i.e. for W and Zr, or laser or
electron beam evaporation has to be used. Synthesis of alloys or intermetallic compounds by
thermal evaporation can only be done in the exceptional cases that the vapour pressures of the
elements are similar. As an alternative, sputtering from an alloy or mixed target can be
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~  However,

employed. Composite materials such as Cu/Bi or W/Ga have been synthesised by simultancous
evaporation from two separate crucibles onto a rotating collection device. It has been found that

excellent intermixing on the scale of the particle size can be obtained.

control of the composition of the elements has been difficult and reproducibility is
poor. Nanocrystalline oxide powders are formed by controlled postoxidation of primary
nanoparticles of a pure metal (c.g. Ti to TiO;) or a suboxide (e.g. ZrO to Zr0y). Although the gas
condensation method including the variations have been widely employed to prepared a variety
of metallic and ceramic materials, quantities have so far been limited to a laboratory scale, The
quantities of metals are below 1 g/day, while quantities of oxides can be as high as 20 g/day for
simple oxides such as CeO; or ZrO,. These quantitics are sufficient for materials testing but not
for industrial production. However, it should be mentioned that the scale-up of the gas
condensation method for industrial production of nanocrystalline oxides by a company called

nanophase technologies has been successful.

Chemical Vapour Condensation (CVC)

As shown schematically in Figure, the evaporative source used in GPC is replaced by a hot wall
reactor in the Chemical Vapour Condensation or the CVC process. Depending on the processing
parameters nucleation of nanoparticles is observed during chemical vapour deposition (CVC) of
thin films and poses a major problem in obtaining good film qualities. The original idea of the
novel CVC process which is schematically shown below where, it was intended to adjust the
parameter field during the synthesis in order to suppress film formation and enhance -
homogeneous nucleation of particles in the gas flow. It is readily found that the residence time of
the precursor in the reactor determines if films or particles are formed. In a certain range of
residence time both particle and film formation can be obtained.

Adjusting the residence time of the precursor molecules by changing the gas flow rate, the

pressure difference between the precursor gelivery system and the main chamber occurs. Then

the temperature of the hot wall reactor results in the fertile production of nanosized particles of

metals and ceramics instead of thin films as in CVD processing. In the simplest form a metal

organic precursor is introduced into the hot zone of the reactor using mass flow controller.

Besides the increased quantities in this cqgtinuous process compared to GPC has been
demonstrated that a wider range of ceramics including nitrides and carbides can be synthesised.

Additionally, more complex oxides such as BaTiOs or composite structures can be formed as
well. Appropriate precursor compounds can be readily found in the CVD literature. The
extension to production of nanoparticles requires the determination of a modificd parameter field
in order to promote particle formation instegd of film formation. In addition to the formation of
single phase nanoparticles by CVC of a single precursor the reactor allows the synthesis of

1. mixtures of nanoparticles of two Jhases or doped nanoparticles by supplying two
precursors at the front end of the reactor, and

2. coated nanoparticles, i.e., n-ZrO; coated with n-ALOs or vice versa, by supplying a
second precursor at a second stage.of the reactor. In this case nanoparticles which have
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been formed by homogencous nucleation are coated by heterogeneous nucleation in a
second stage of the reactor.

Fig. (10): A schematic of a typical CVC reactor

Because CVC processing is continuous, the production capabilities are much larger than in GPC
processing. Quantities in excess of 20 g/hr have been readily produced with a small scale
laboratory reactor. A further expansion can be envisaged by simply enlarging the diameter of the

hot wall reactor and the mass flow through the reactor.

Sputtered Plasma Processing:

In this method is yet again a variation of the gas-condensation method excepting the fact that the
source material is a sputtering target and this target is sputtered using rare gases and the
constituents are allowed to agglomerate to produce nanomaterial. Both dc (direct current) and tf
(radio-frequency) sputtering has been used to synthesize nanoparticles. Again reactive sputtering
or multitarget sputtering has been used to make alloys and/or oxides, carbides, nitrides of
materials. This method is specifically suitable for the preparation of ultrapure and non-

-agglomerated nanoparticles of metal.

Microwave Plasma Processing:

This technique is similar to the previously discussed CVC method but employs plasma instead of
high temperature for decomposition of the metal organic precursors. The method uses
microwave plasma in a 50 mm diameter reaction vessel made of quartz placed in a cavity
connected to a microwave generator. A precursor such as a chloride compound is introduced into
the front end of the reactor. Generally, the microwave cavity is designed as a single mode cavity
using the TEI0 mode in a WR975 waveguide with a frequency of 0.915 GHz. The major
advantage of the plasma assisted pyrolysis in contrast to the thermal activation is the low.
temperature reaction which reduces the tendency for agglomeration of the primary particles. This
is also true in the case of plasma-CVD processes. Additionally, it has been shown that by
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introducing another precursor into a second reaction zone of the tubular reactor, e.g. by splitting
the microwave guide tubes, the primary particles can be coated with a second phase. For
example, it has been demonstrated that ZrO; nanoparticles can be coated by ALOs. In this case
the inner ZrO; core is crystalline, while the Al1203 coating is amorphous. The reaction sequence
can be reversed with the result that an amorphous Al20; core is coated with crystalline ZrO,.
While the formation of the primary particles occurs by homogeneous nucleation, it can be easily
estimated using gas reaction kinetics that the coating on the primary particles grows
heterogencously and that homogeneous nucleation of nanoparticles originating from the second
compound has a very low probability. A schematic representation of the particle growth in

plasma’s is given below:
Particle precipitation aided CVD:

o)
Q
@O
0 & oo el

(1 ' (2)

Fig. (11): Schematic representation of (1) nanoparticle, and (2) particulate film formation.

In another variation of this process, colloidal clusters of materials are used to prepare
nanoparticles. The-CVD reaction-conditions-are-so sct that-particles-form by-condensation in-the
gas phase and collect onto a substrate, which is kept under a different condition that allows
heterogeneous nucleation. By this method both nanoparticles and particulate films can be
prepared. An example of this method has been used to form nanomaterials eg. SnOz, by 2

method called pyrosol deposition process, w

here clusters of tin hydroxide are transformed into

small aerosol droplets, following which they are reacted onto a heated glass substrate.

Laser ablation:

Laser ablation has been extensively used for the preparation of nanoparticles and particulate
ﬁlms.Inthisproccssalascrbeamisusadasthcpﬁmuycxcitationsoumeofablathnfor

generating clusters directly from a so

lid sample in a wide variety of applications. The small

dimensions of the particles and the possibility to form thick films make this method quite an
efficient tool for the production of ceramic particles and coatings and also an ablation source for

analytical applicatio
ICP, the formation of the nanop
which generates an aerosol, followed
the formation of fog. The general

ns such as the coupling to induced coupled plasma emission spectrometry,
articles has been explained following a liquefaction process
by the cooling/solidification of the droplets which results in

dynamics of both the aerosol and the fog favors the

. . .
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aggregation process and micrometer-sized fractal-like particles are formed. The laser spark
atomizer can be used to produce highly mesoporous thick films and the porosity can be modified
by the carrier gas flow rate. ZrO; and SnO; nanoparticulate thick films were also synthesized
successfully using this process with quite identical microstructure. Synthesis of other materials
such as lithium manganate, silicon and carbon has also been carried out by this technique.

Properties of Nanomaterials

Nanomaterials have the structural features in between of those of atoms and the bulk materials.
While most microstructured materials have similar properties to the corresponding bulk
materials, the properties of materials with nanometer dimensions are significantly different from
those of atoms and bulks materials. This is mainly due to the nanometer size of the materials
which render them: (i) large fraction of surface atoms; (ii) high surface energy; (iii) spatial
confinement; (iv) reduced imperfections, which do not exist in the corresponding bulk materials.

Due to their small dimensions, nanomaterials have extremely large surface area to volume ratio,
which makes a large to be the surface or interfacial atoms, resulting in more “surface” dependent
material properties. Especially when the sizes of nanomaterials are comparable to length, the
entire material will be affected by the surface properties of nanomaterials. This in turn may
enhance or modify the properties of the bulk materials, For example, metallic nanoparticles can
‘be used as very active catalysts. Chemical sensors from nanoparticles and nanowires enhanced
the sensitivity and sensor selectivity. The nanometer feature sizes of nanomaterials also have
spatial confinement effect on the-materials, which bring the quantum effects. :
The energy band structure and charge carrier density in the materials can be modified quite

differently from their bulk and in tum will modify the electronic and optical properties of the

‘materials. For example, lasers and light emitting diodes (LED) from both of the quantum dots

and quantum wires are very promising in the future optoclections. High density information

'storage using quantum dot devices is also a fast developing area. Reduced imperfections are also

:an-important-factor in determination of the-properties of the nanomaterials.-Nanosturctures-and
Nanomaterials favors of a self-purification process in that the impurities and intrinsic material
-defects will move to near the surface upon thermal annealing. This increased materials perfection
affects the properties of nanomaterials. For example, the chemical stability for certain
nanomaterials may be enhanced, the mechanical properties of nanomaterials will be better than
the bulk materials. The superior mechanical properties of carbon nanotubes are well known. Due
to their nanometer size, nanomaterials are already known to have many novel properties. Many
novel applications of the nanomaterials rose from these novel properties have also been

proposed.
Optical properties

One of the most fascinating and useful aspects of nanomaterials is their optical properties.
Applications based on optical properties of nanomaterials include optical detector, laser, sensor,
imaging, phosphor, display, solar cell, photocatalysis, photoelectrochemistry and biomedicine.
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The optical properties of nanomaterials depend on parameters such as feature size, shape, surface

characteristics, and other variables including doping and interaction with the surrounding

environment or other nanostrictures. Likewise, shape can have dramatic influence on optical

properties of metal nanostructures. Fig. (12) Exemplifies the difference in the optical properties
of metal and semiconductor nanoparticles. With the CdSe semiconductor nanoparticles, a simple
change in size alters the optical properties of the nanoparticles. When metal nanoparticles are
enlarged, their optical properties change only slightly as observed for the different samples of
gold nanospheres. However, when an anisotropy is added to the nanoparticle, such as growth of
nanorods, the optical properties of the nanoparticles change dramatically.

Electrical Propertles

Electrical Properties of Nanoparticles” discuss-about fundamentals of electrical conductivity in
nanotubes and nanorods, carbon nanotubes, photoconductivity of nanorods, -electrical
conductivity of nanocomposites. One interesting method which can be used to demonstrate the
steps in conductance is the mechanical thinning of a nanowire and measurement of the electrical
current at a constant applied voltage. The important point here is that, with decreasing diameter
of the wire, the number of electron wave modes contributing to the electrical conductivity is
becoming increasingly smaller by well-defined quantized steps.

"

Grghta

Fig. (13): Electrical behavior of naotubes (P. G. Collins and Ph. Avouris, Scientific American,
62, 2000, 283).
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In electrically conducting carbon nanotubes, only one electron wave mode is observed which
transport the electrical current. As the lengths and orientations of the carbon nanotubes are
different, they touch the surface of the mercury at different times, which provides two sets of
information: (i) the influence of carbon nanotube length on the resistance; and (ii) the resistances
of the different nanotubes. As the nanotubes have different lengths, then with increasing
protrusion of the fiber bundle an increasing number of carbon nanotubes will touch the surface of
the mercury droplet and contribute to the electrical current transport.

Mechanical Properties

“Mechanical Properties of Nanoparticles” deals with bulk metallic and ceramic materials,

influence of porosity, influence of grain size, superplasticity, filled polymer composites, particle-

filled polymers, polymer-based nanocomposites filled with platelets, carbon nanotube-based

composites. The discussion of mechanical properties of nanomaterials is, in to some extent, only

of quite basic interest, the reason being that it is problematic to produce macroscopic bodies with

- “‘emiiipivelemsity and a grain size in the range of less than 100 nm. However, two materials, neither

- of which is produced-by.gesssing and sintering, have attracted much greater interest as they will
undoubtedly achieve industrial impogmmsce.

These materials are polymers which contain nanoparticles or nanotubes to improve their
ymechanical - behaviors, andi severely plastic-deformed metals, which exhibit astonishing
»properties. However,-because of their larger grain size, the latter are generally not accepted as
-nanomaterials. Experimental studies on the mechanical properties of bulk nanomaterials are
-generally impaired by major experimental problems in producing specimens with exactly defined
tgrain.sizes and porosities. Therefore, model calculations and molecular dynamic studies are of
:major importance for an understanding of the mechanical properties of these materials.

‘Filling polymers with nanoparticles or nanorods and nanotubes, respectively, leads to significant

.improvements in their mechanical properties. Such improvements depend heavily on the type of
the filler and the way in which the filling is conducted. The latter point is of special importance,

as any specific advantages of a nanoparticulate filler may be lost if the filler forms aggregates,

thereby mimicking the large particles. Particulate-filled polymer-based nanocomposites exhibit a
-broad range of failure strengths and strains. This depends on the shape of the filler, particles or
:platelets, and on the degree of agglomeration. In this class of material, polymers filled with
silicate platelets exhibit the best mechanical properties and are of the greatest economic
relevance. The larger the particles of the filler or agglomerates, the poorer are the properties
obtained, Although, potentially, the best composites are ‘those filled with nanofibers or
nanotubes, experience teaches that sometimes such composites-have the least ductility. On the
other hand, by using carbon nanotubes it is possible to produce composite fibers with extremely
high strength and strain at rupture. Among the most exciting nanocomposites are the polymer-
ceramic nanocomposites, where the ceramic phase is platelet-shaped. This type of composite is
preferred in nature, and is found in the structure of bones, where it consists of crystallized
mineral platelets of a few nanometers thickness that are bound together with collagen as the
matrix. Composites consisting of a polymer matrix and defoliated phyllosilicates exhibit

excellent mechanical and thermal properties, '
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Maugnetic properties
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surprising case of Au (that is diamagnet
of Pt and Pd, the ferromagnetism arises from the st

Single domaln——

les by

size they are magnetic. Surface atoms are not

but they can also be modified by interaction with other chemical
es. This phenomenon opens the possibility to modify

capping them with appropriate molecules.

rromagnetic bulk materials exhibit ferromagnetic-like
btain magnetic nanoparticles of Pd, Pt and the
ic in bulk) from non-magnetic bulk materials. In the case

ructural changes associated with size effects.

— P Mutti domain

Dc

Fig. (14): Magnetic properties

However, gold nanoparticles become
molecules: the charge localized at the p
Surface and the core of Au nanopartic
paramagnetic character, respectively. The large
yield to a large anisotropy and therefore exhibit
permanént iiiagnetism was obsérved up to room
For nanoparticles with s
extremely low density of states and

nanoparticles. This observation sugges
bonding can induce ferromagnetic like character

becomes

Selected Application of nanomaterials

Nanomaterials having wide rang

agriculture,
conventional counterparts because of their

properties and of their exceptional formability.

Fuel cells:

A fuel cell is an electrochemical energy conversio

from fuel (on the anode side) and oxidant (on th
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of fuel cell is the electrodes. The performance of a fuel cell

; : : clectrode can b i i
ways; by improving the physica} structure and by using more active elcctr: (::i:lar;::: dﬁ:n 2:?1
structure of electrode must proyl_da ample surface area, provide maximum contact of. catsl st
reflctant, gas and clectrolyte, facilitate gas transport and provide good electronic conductanccyll:.
this fashion the structure should be able to minimize losses. '

Carbon nanotubes - Microbial fuel cell

Fig. (15): Schematic representation of microbial fuel cell

Microbial fuel cell is a device in which bacteria consume water-soluble waste such as sugar,
starch and alcohols and produces electricity plus clean water. This technology will make it
.possible to generate electricity while treating domestic or industrial wastewater. Microbial fuel
‘cell can turn different carbohydrates and complex substrates present in wastewaters into a source
.of electricity. The efficient electron transfer between-the microorganism and the anode of the
microbial fuel cell plays a riajor role ifi the performance of the fuel cell. The oigatic moleculés
present in the wastewater posses a certain amount of chemical energy, which is released when
converting them to simpler molecules like CO,. The microbial fuel cell is thus a device that
converts the ‘chemical energy present in water-soluble waste into electrical energy by the
catalytic reaction of microorganisms. '
Carbon nanotubes (CNTs) have chemical stability, good mechanical properties and high surface
y high surface area due to its

area, making them ideal for the design of sensors and provide ver
structural network. Since carbon nanotubes are also suitable supports for f:oll gmwt_h. electrodes
of microbial fuel cells can be built using of CNT. Due to three-dimensional architectures and

enlarged electrode surface arca for the entry of growth medium, bacteria can -grow and
proliferate and get immobilized. Multi walled CNT scaffolds could offer self-suPponed structure
with large surface area through which hydrogen producing bacteria (e.g. B col}) can eventually
grow and proliferate. Also CNTs and MWCNTSs have been reported to be bloccl)mpatible for
different eukaryotic cells. The efficient proliferation of hydrogen producing bacteria tl}roughﬂut
an electron conducting scaffold of CNT can form the basis for the potential application as

electrodes in MFCs leading to efficient performance.
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Catalysis

curface area available with the nanomaterial counterparts, nano-catalysts tend to have
exceptional surface activity. For example, reaction rate at pano-alaminum can go 3o high, that it
is utilized as a solid-fuel in rocket propulsion, whereas the bulk aluminum is widely used in
utensils. Nano-aluminum becomes highly reactive and supplies the required thrust o send off
pay loads in space. Similarly, catalyste assisting or retarding the reaction rates ars dependent on
the surface activity, and can very well be ntilized in manipulating the rate-controlling step.

Phosphors for High-Definition TV

The resolution of a television, or a monitor, depends greatly on the size of the pixel. These pixels

are essentially made of materials called “phosphors,” which glow when struck by a stream of
electrons inside the cathode ray tube (CRT). The resolution improves with a reduction in the size
of the pixel. or the phosphors. Nanocryztailine zinc celenide, zinc mifide, cadmium mifide, and
Jead telluride synthesized by the sol-gel techniques are candidates for improving the resolution of
monitors. The use of nanophosphors is envisioned to reduce the cost of these displays so as to
render high-definition televisions (HDTVs) and personal computers affordable to be purchase.

Next-Generation Computer Chips

mmmummwmmmm
-mmamnmwdhmaym-wm-
hmmmcmhmwhkhmmmtbuewmmmmm.w
dﬂhgcommiomﬂhpwaspeeds. However, there are several technological
thhmadmhtbdinghckohhenlnﬁmmmmm
uwnpomt'poordiniptbnofmmmdommdhwgmmd_bym
mean time to failures (peor reflability), ete.

For example: Nanowires for junctionless transistors:
Tmnmﬁcnﬁnymmmmolwbmmbﬁuofmi: syszommdunko
smaller and smaller devices, but it is difficult 10 create high-quality junctions. In particular, ¢ &
very difficull to change the doping concentration of a material over distances shorter than about
10 nm Rescarchers have succeeded in making the junctionless ransistor having neacly M
electrical properties. It could potentially operate fastes and use less power than any con .
transistor on the market loday. The device consists of a silicoa nanowus which current ihw_ is
perfectly controlled by a silicon gate that s scparated from the pasowue by a thin insulating
e sili ire is heavily n-doped, making it an excellent conductor.
and its presence has the effect ofdepbtinuhcnumbdofchcmm

hdnm;bnofdsmmwireundulhom'lbdcvkeabommu-ihdomrtdmpaw
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and behaves like the most perfect of transistors without suffering from current leakage like
conventional devices and operates faster and using less energy.

Fig. (16): Silicon nanowires in junctionless transistors

Elimination of Pollutants

Nanomaterials posscss extremely large grain boundaries relative to their grain size. Hence, they
are very active in terms of their chemical, physical, and mechanical properties. Due to their
enhanced chemical activity, nanomaterials can be used as catalysts to react with such noxious
and toxic gases as carbon monoxide and nitrogen oxide in automobile catalytic converters and
power generation equipment to prevent environmental pollution arising from burning gasoline

and coal.

Sun-screen lotion
burns and cancer. Sun-screen lotions containing nano-TiC;

provide enhanced sun protection factor (SPF) while eliminating stickiness. The added advantage
of nano skin blocks (ZnO and TiO3) arises as they protect the skin by sitting onto it rather than
penetrating into the skin. Thus they block UV radiation effectively for prolonged duration.
Additionally, they are transparent, thus retain natural skin color while working better than
conventional skin-lotions,

Prolonged UV exposure causes skin-

Sensors

Sensors rely on the highly active surface to initiate a response with minute change in the
concentration of the species to be detected. Engineered monolayers (few Angstroms thick) on the
sensor surface are exposed to the environment and the peculiar functionality (such as change in
potential as the CO/anthrax level is detected) is utilized in sensing.

Disadvantages of Nanomaterials

etaining the active metal nanoparticles is highly

» Instability of the particles - R _
fated with nanomaterials is rapid. In order to retain

challenging, as the kinetics assoc
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nanosize of particles, they are encapsulated in some other matrix. i
thermodynamically metastable and lie in the region of high—encréﬁo?a?-n;irg?;‘:mgeiz
the_y are prone to attack and undergo transformation. These include poor cérrosion
Fesmtancc, high solubility, and phase change of nanomaterials. This leads to deterioration
in properties and retaining the structure becomes challenging.

Fine n_letal parti'cles act as strong explosives owing to their high surface area coming in
direct contact with oxygen. Their exothermic combustion can easily cause explosion.

Impurity - Because nanoparticles are highly reactive, they inherently interact with
impurities as well. In addition, encapsulation of nanoparticles becomes necessary when
they are synthesized in a solution (chemical route). The stabilization of nanoparticles
occurs because of a non-reactive species engulfing the reactive nano-entities. Thereby,
these secondary impurities become a part of the synthesized nanoparticles, and synthesis
of pure nanoparticles becomes highly difficult. Formation of oxides, nitrides, etc can also
get aggravated from the impure environment/ surrounding while synthesizing
nanoparticles. Hence retaining high purity in nanoparticles can become a challenge hard

to overcome.

Biologically harmful - Nanomaterials are usually considered harmful as they become
transparent to the cell-dermis. Toxicity of nanomaterials also appears predominant owing
to their high surface area and enhanced surface activity. Nanomaterials have shown to
cause-irritation, and have indicated to-be carcinogenic. If inhaled, their low mass entraps
them inside lungs, and in no way they can be expelled out of body. Their interaction with
liver/blood could also prove to be harmful (though this aspect is still being debated on).

Difficulty in synthesis, isolation and application - It is extremely hard to retain the size of
nanoparticles once they are synthesized in a solution. Hence, the nanomaterials have to
be encapsulated in a bigger and stable molecule/material.

Hence free nanoparticles are hard ‘to ‘be utilized in isolation, and they h‘gve to be
interacted for intended use via secondary means of exposure. Grain growth is inherently
present in nanomateirals during their processing. The finer grains tcnd_ to merge and
become bigger and stable grains at high temperatures and times of processing.

Recycling and disposal - There are no hard-and-fast safe disposal policies evolved for
nanomaterials. Issues of their toxicity. are still under question, and resulfs of exposure
experiments are not available. Hence the uncertainty associat.cd with affect's.of
nanomaterials is yet to be assessed in order to develop their disposal policies.
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UNIT WISE IMPORTANT QUESTIONS
Unit-Iv

1. a) What is lamina and laminate in composites.
b) What are the assumptions made in the classical lamination theory? Explain.

2. a) What is lamination theory? Describe with sketch of laminate stacking sequence code.
b) Deduce the stiffness matrix for a lamina from generalized Hooke's law.

3, a)What is an anglc —ply lamina? Explain its specific features.
b) How the Hooks law is reduced from three dimensions to two dimensions? Explain.

Unit-V

1 a) Describe the Super clasiicity (Pseudoelasticity) in sha;ie memory alloys.

b) Describe the Fraction gradient, Shape gradient and Naturally occurred FGMs.
2. a) How the functionally graded materials are classified? Mention at least one applications of each.

b)What is shape memory alloy? Explain the shape memory effect
3. a) How the functionally graded materials are prepared? Explain powder metallurgy technique with neat

diagram.
b) Mention the properties of shape memory alloys. In what way these are differm{? Explain

Unit-Vi

1. a) Describe the properties of nano-materials.

b) Explain Ball-milling for nano synthesis. ‘ _
2, a) Mention the advantages & disadvantages of nano-materials in comparison with bulk material.

b) What is meant by top-down approach in nano material synthesis? Explain.
3. a) Mention the applications in comparison with bulk materials.
b) Explain bottom-up synthesis of nano materials.

Assignment Questions

UNIT-IV (Q.2), UNIT-V (Q.Z), UNIT-VI (Q.2),
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